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ZVI Powder 
D50 = 7-8 µm (micron) 

 
 
Chemical Properties 
Fe 93% minimum 
 
Physical Properties 
Apparent density ~ 1.3 g/cc  
 
Sieve Analysis 
 

Distribution 
Typical 

(micron) 
Min 

(micron) 
Max  

(micron) 
Method 

D10 2.8 2 4 ISO 22412:2017 Dynamic light 
scattering using Microtrac S3500 & 
ASTM C136 

D50 7.5 5 9 

D90 18.25 15 25 

 
Packaging 

 
20 kg boxes  
 


